
~ 
Criteri~ 
loboro loAes Inc. 

Clieat: US EPA - Regio11 III 

Project#: 140831 

Collected By: US EPA- Region Ill 

Results of 
Polarized Light Microscopy 

Site Address: Hunli11g Poi11t 

Aaalyzed By: Haves, Jade 

P<~ife I t1l2 

Sample D~te: 1!£Yll.1.. 

Sample Received Date: 4/912014 4:00:00 PM 

Analysis Date: 4/1012014 

· ------ ·· --- --------···l ··- ··-; '" - ------- -N;;;:: ·As~tos -------- ~- ---A;bestos.--- j ----· -1 
I ~~:: ~:~aterial Description J Layer ~-- -- - · ·-ru;;:~;;;; -fPe~~t _ ~~~~!ljl~!~~~;~~~s-T)jle ---- j p-;;~c!lt l Comments j 

140831-001 

Tan Glaze 

1.;s.,i~2 -
6m)~I'I'ail'GI~. 

1". • .... 

140831-003 

G~ayGiaze 

14:0~1-ob4 
Grny Giaze 

Repon Dore: 0411012014 

.1 

Cellulose-3 92 Chrysotile 

-
... CelluJose-2 ' 95 

.. GtuysQtile 
.z .. 

. . 
Cellulose-2 9~ Chrysorile 

, .. ..··- ~· .. ---
Cell!J!ose-2 .. ~ .. _~ 93 Chrysotile .. 
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l@)l 
Friteri~ 
.oboro!Otics. tne. 

Client: US EPA - Retrion Ill 

Project#: 140831 

Collected By: US EPA - Region Ill 

f)-C~ 
James A. Weltz, CIH, Preridenl 

Results of 
Polarized Light Microscopy 

Site AddreSl>-: Hunting Point 

Analyzed By: Hava. Jade 

..:..:_:_..:__ 

Pa,i:e2 ofl 

Sample Date: 414/2014 

Sample Received Date: 419/2014 4:00:00 PM 

Analysis Date: 4/10!2014 

Criterion LiJb,.ratorie.<. lm:. bears n11 respuusibilityfor SC!11lf>le collccrwu acli•itie.< r~{ nan-Criterion pa.wuuel. Tlli.< report relates tNt!)' 1ft rile .wmples r~porred abovt. and 

when r(pmduced. mu.<l bt ;, it.< cmiury. F..<rimuwl uuuruc~y. pr~ci.<irm auJ •mcerroiuo· datu m·ai/ab/e "P''" request. Uules.< · 

reque.sted b)' du! c/i(lll. buildiug maluiols manufacmud with multiple layer.< (i.e. liuoleum. wallboard. etc.) are reported u.s a .<i11gle .<ample. NfJI/e Detuted =<I%. 

Uuless otherwise umed: Blunk reSitit•· are not subtracucl fmm any re.sulr.t: QC data a.<.<oriated with rllis .<ample set is within ot·r:eptab/e limit.<: Sampk< were received ill 

.~rmd cmtditiml. 

Note: Jf.wmr pmjn·tmuuber ends with au '"R'" , it is a u:vi.~ed reporr tmd repfuas the ori11i11of dr>crrment i11j111f. The ubmJe results rtpre.<eru tlu analysis of bulk .sarnple{.t) 

by Crirerirm Lllbomtories, Inc. uc:cordili~:to EPA 40 CFR Parr 763 Appetrdix E ro Subpart E- Polarized U~:ltt Microsmp)'. Tire ,·oru.•ellfrulim• of a.rbeslo.r is detenni11ed by 

vi.tuul e.vrimCJtirm. 

TillS IS THE LAST PAGE OF THE REPORT 

~i~ ==..:-·~-.-..· ~ci~: ~e-.... ~..:~=-­
~~.~ ~c.w,.,.._,.__ Cl~ 

~,.,.,.r"l#r, 

~ ~~AIHA 
'~~·\.L..-

[t!JW~&~~ 

,3'·-l·· -~ :·: ~-a.-,_,.r:~.:.~ 
.-.,0~': Vf" ___ .. ,.. 

llo..f .. '" """T-':""" 
2'-l:'L-\?U.SC~IOOJ.2i 

Criterion Lnbaratoriu. /n,·. (ID 100424) i.raccrt!dited by rite AIHA Lll.horamr)' Accredifcltion Pmgrum.r (AIHA ·UtP). UC in the 1/i/.A?: DefLAP and ELLAP acaeditatirm pm.~rams for P"lari;:.ed U~ll/ Mir.m.rr..·opy (PU4}. 

Plwu Ctmtrn.tt Micro.~C"P.'' ( PCM): Air-Direct Examination: and Air~ome Dust, Paint. Seuied Drw b,1• \Vipe mtd Soil }i•r Fidd.< ofTt.<tiux as dt>eumenled b,\· the Scope •if At·creditotimt Ccrtijimu: and mwciuted Scope. 

Addititma11y. Crituitm f..ttboralt>ries. Inc. is artijied by site Cewer {or Discu.se Control (CDCj £,vimtllltl!llltlllLs;iouelfo l.rolmitm Tulmiqu~.< £nrluutirm ( EUT£; Pmsmmfor the d~t4mtiuatimt of Lcgiotrellu iu watu b_,. 

r.ultttrl' a111l lrolds uC'crediwtimrfront r/1' Narimraf Voftmtary Lllbtltator:y Acu edimtiott Pmgram (NVLltP ID /02046·0}/or tlie cietennittulitm of asbestos;, bu/k .wmple.< by Polarized Uglu Mirm s,·<>py (PLM). Tlris te.<t rt(JI•rl 

tm<rt rw r be used /tJ cl11im prad•u·t Clidar.,·cment by NVLAP. NIST. AIHA or 1111)' a;:crtcy tftlte US Gm·enuue/11. Uule.~< .<pet·ifir-a/ly./i.t!cd o.< ahm·c. the.te test result.< are nat crwrrcd muiu AiliA-l.AP. LLC. /00424 

tJct..·r~ditatiiln . 

Ref'"" Dale: 0411012014 
.1371) Pmf1r.:s.< Dn'•·•. Sttit<! 1, O~n.ta/f!m. PA 19020 1215-244·13(}() I Fu.l" 2/J-2#43491 """'' criterit~Rit>h.r.t·om 

Ro!!·. 05 <II 20/304/9 



ENVIRONMENTAL PROTECTION AGENCY 
JL-\0<5.:S \ REGION 3 

1650 Arch St. 

CHAIN OF CUSTODY RECORD 
Philadelphia, Pennsylvania 1~103 

PROJ. NO. j PROJECT NAME 

1 f/'tnl}u; /i;,+ NO. 

SAMPLERS: (Sign:irur~ ~ OF 

CON· 
TAINERS . . I 

~ ~ m 
STA. NO. 

~ <( 
0 a: 
<.J . Cl 

l 
I 
l 
l 

r=+1 
I 

l tt 
I 
I 

R~/1fl/( ~•J 

Relinquished by: (Sign•rur•J 

Relinquished by : (Signaru,.J 

STATION LOCATION 

~¥- 'll'viMJ f)dz;k _!fMt #. f/ 
'blf .... ~~J o;f~ ""J... f} ~" 
l!2.o_ct -~~>_-,J. 1'/C/In~ b«i.Jfd. 
~;/l>'*"'. ./. ovfrt~IAA d1'L 

,; 

ww,:·~ rn_ p ~ tf~' 
l · Date I Tirrfe I Reteived by : (Sigflll/lre) 

I 
Date / Tim~ 

I 
Received for Laboratory by : 
(Signarur•J 

Relinquished by: (Signarurr) 

Relinquished by: {Signerurr) 

REMARKS 

r>'4..JJ.t.f-2 A-c""-_ J.( ,., f 
~~ ._a(.tc 
~~ ~~/;(' 

/ - -

s;_lt'atcl ~P... <tf I 11 f ., 

/) t_,,A_L 

'7ll--~w-(J' ~ /__ _ _,_ 
~· - -- -- --~fc;_;f-

" 
-~~ / r rf / 

r If" I u; , , 0 f. /) A­,) ~ r ..... 
,.'t ..... 

Date /Time Received by: {Sigm.rure) 

! 
Date I Time I Received by : (Sign;orurel 

I 
1 

Date /Time 

I 
Remarks 1\~o.\"\\ l(~ ~ :~~i6/~ fPp 1~/J~ 

Oiatribution : Original Accompanies Shipment; Copy to Coordinalor Field Files 



CRITERION 
LABORATORIES, INC. 

Client Information 

Company: liS EPA · Region Ill 

Address: 1650 Arch Street 

MCWC32 

City: Philadelphia 

Project Manager: · Alvarez, Vernon 

Site Address: Hunting Point 

Activity: PLM Analysis 

Instructions: 

Office Notes: 

Unique 
SampleiD 

140831-001 
l~os'3i~ooi · 
140831·003 
140831-004 

Sample 
Description 

Relinquished By .:\:11-'<=. """"'"""""-~:=) 
Received By UC 
Analyzed By ~J1! _ 

PA 

Drop-Off Project Control Record 1 Chain of Custody 

19103 

Sample 
LoCiltfon 

Contact: Rich Ponak 

Cell: 

Fax: (215) 814-3113 

Project#: 140831 

Rev. 02_c11_20121019 

Phone: (215) 814-2044 Ext.: 

E-Mail: Ponak.Rich@epamail.epa.gov 

Activity Code: 72 Project Open Date: 

4/9/20J4 

4/9/2014 3:55:00 PM 

4/9/2014 3:55:00 PM 

4/9/2014 3:55:00 PM 



~ 
Criterion 
Lcbarcdories Inc:.. 

Oient: US EPA - Regio~tlll 

Project#: 140730 

Collected By: US EPA- Regicm Ill 

~
- ----~ --- --- -- ----
Sampk!# 
Location I Material Description 

1407311-$1 

WhiteAoorinz 

Dumpster 

1407.30:002 

Gray Transite 

Dumpster, 

140730.003 

Gray Tr.msite 

DumpsteT 

1407.30-004. -
_- -.-

Light Gray/BlaCk Floor; Ttle 

Dumpster 

140730..005 

White Aooring 

Dumpster 

148730-005 . 

Black Mastic 
Du ' ~· 
~ 

&pmt Dole: (L'I/2712014 

" 

Results of 
Polarized Light Microscopy 

Site Address: Hunting Point 

Analyzed By: Hayes, Jade 

Pag~ I of2 -

Sample Date: 312412014 

Sample Received Date: 312512014 2:16:00 PM 

Analysis Date: 3/2512014 

--l~y~r- ., __ --~ :~-~~b~~~d~~~~~-:~~~~- r ~~~~ A~~~=-~-Jj~~~c~t _r=-~~ ~o~~ts _ ... -] 

2 

Cellu.lose-30 
Fiberglass-5 

Fiberglass-2 

Fiberg)ass-2 
Celluiose-1 

97 

Cellu.lose-35 

Ce!lulosc-3 

10 

6S • 

68 

97 

15 

92 

Ouysotile 

Chrysotile 

Cbrysotile 

None Dcteeted · 

Chrysorile 

Chrysbti!e-

3370 Pmgre.ss Drive. SJril< J. Bensolo1~ PA 19020/Z/5-244-13001 Fox 215-244-4349/n""'·crittritm/ob:r.com 
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WI 
Criterio~ 
loborO~O!ie-5 !nc, 

Results of 
Polarized Light Microscopy 

Pe1;:e 2 t~{2 

Client: US EPA- Region Ill 

Project#: 140730 

Site Address: Hu11ting Point 
Sample Date: 3/24/2014 

Sample Received Date: 3127/201410:52:00 A..\1 

Collected By: US EPA -Region Ill 
Analyzed By: Hayes. Jade Analysis Date: 312512014 

{,1-C-~ 
]IJmes .4.. Weltz, C/H, President 

Ill 

Oir~rinn Laboralurie.r. !It<·. bear.<'"' re.rprmsibi/iry for sum pi<> r.ollco imr urti1•itie.< t!( mm-Critcritm p~rsonuel. This repon re{utrs ou/)'111 t/10 .wmples IYported above. and 

whr11 r::prfldur cd. must be in ir.t t tuirtty. Estimvled orcuror.y. prr:ci.titm tllld llllr;crrainry duro rn·oilubl~ npnn r~t/U~sl. Uu/~ss 

req11esred by till! diem. buiidi11g mouriuls '"""ufnr.rurtd with mvlriple iuy~r.r (i.e. liuoleum. I:Y! /1/}IInrd. <>tr.) nrt repr>rtcd as 11 single sumpk Nmte Derer·red = < 1%. 

Unlessorherwi.<e llo/ed: BltNk rc.wlt.r ore 11111 subrrur:tetlfrom II'I,V r('.w/ts: QC t!ow us.rt~riored ll'ith tfli.< ;m~ple .ret i.< '>'ittlin l.'ln·eptablt limit<: Samp/~s IV<''l! rer.eivod irt 

.~t1t1d r,;oodil itJII. 

Note: lfyrmr project •wmber end.r with 011 -R ". iris a r~iscd rep orr and rep/ar:e.r tl~< ori,~ilwl dm:ume11r in full. TIJe obo•·e r<sult.< roprese11t r!re Ullfll)'sis cy' bulk :;llmple(.<) 

by Crirerirm Luborororics. lm:. acr·ording ro EPA 40 CFR Part 763 Apperrdix E w S11bpurt E- Poluriud Light Mir.rmcapy. Tire mnr.enrmtiml of asbe.•ws is determined by 

\'isuaJ esrimarimt. 

THIS IS THE LAST PAGE OF THE REPORT 

l.-..... """"""-~...:'-~.:.0 

~- ,,-:•l''l"'''· 
1\ :, if;'"! 

u-~~~7~J>j~ 
~.,......,,... 

'""'"' .._.....,:.,.,'do~ ... -11'01:~;.-... 

ELITE r..:..-..-,..-.;.::-..,.-~ 
r-.-.t:r~ "--r:!~~ :::c 

( _&.!{.' !'iiTi ~ . '; ·;:.'' AIHA 
..... L- ~ ;.' ... ~"! 1":;· .1~· 
~ ~-:..~~-~.:..:::; .. ,.,/N··,?· ~r~A..~~ 

'•ti,,r,h·''' ,· ~ta.UC 
;.;-,_,;,_:. l.~:S C.O~E I~)!~J 

Crirerion Laborat,ri<s. /11t:. (/D 100424} i.< a~rrcdited by tit< AlliA Lt.bmurory tll'r.ndimtirm Pmgmm.r (AIHA-I.AP ). LLC ;, tit< 1/iU\P: EM/.AP uud F..LL~P acr.rediimirm pro.~nm•.<fitr Poltlriud IJ;;Iu Micmsrop}' (PU..t). 

Pltuse Crmrra.<t Micm.u:"P.' ' (PCM}: Air-Diret:r £tamiuatinu: a11d Airbomc Du.<t. Puitrl. Sen led Du.H by IVipc aud Sfli/fiJT Fields rifTesritr;: ttSdllcllmcnrrd by rbe St.·opt·of.·kt:rediuuimr Ct•nificute tmd m<.<ociated Scapr:. 

Additim<~~lly. Crit(' rirm Luborar,rics. /111:. i.< r.errijied by tfu Center fi iT Di.<rt;u Cmttrol (CDC} £111·irmtmeu111/ Le~;iouc/la f.rolati1111 Tcdwiquc.r £mlutttiull (EUT£} PmJ; ramfitr tire <fe;enuiuutinu of 1.<-;:iou~lln iu 1\'ater b~· 

,·ulturc uud lto!d.t ucrrcdiirlo'ion f rom the Nmionul Vulumary Luborarary Accrrdi twion Program (NVU\P ID 102046·0) for the dcrumimtlion ofu.t/;c.r!fl.t i11 bulk .<nmplc.r l:y Polariud LiJ;I!I Mir.roS<'"P)' (PL!vf}. This f t!.fl repntr 

mv.rr 1101 be ~ud ro clt~im prm!ucr endorsement by NVL\P. NIST. AIHA ,,. uny ngenr.)· tif t/1(' US G<Ncmmrll!. Uttfe.t< sper:ifica/ly listed o.< ulwve. rlw.<e !e.<i result.< urc 11"1 cm•crtd Ut1dcr ll/HA·tAP. UC. 100424 

at:r.r~clirvrirm. 

R'P"" Ixm: OJ/27120/4 
3370 Pmgress DriVr!, Snill! J, Bt:»solem. PA 190201215-244-1300/ Fn:c 215-244-4349/www.c:rirerioufob.\'.c:WJJ 
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ENVIRONMENTAL PROTECTION AGENCY 
REGION 3 

1650 Arch St. 

CHAIN OF CUSTODY RECORD Philadelphia, Pennsylvania 19103 -

PAOJ. NO. PROJECT NAME 

f/!frrh~q fo,-'lf/ NO. 

SAMPLERS: fSign•rur•J 
-./ 

;!Jw!1v( ~If~ OF 
REMARKS 

CON· 

I r . ! m I 

TAINERS 

STA. NO. OATE I TlME ~ I ~ STATION LOCATION 

I u Cl 

O(fJP l?-1'fll- ])~~'.41f-lc/ ;J/\J 

fJI-fllf 1-'Lctltf fJIA!r,l1~t rJ~ 

03~f 1--V/-/If n,,,..~ r-le/" 'rJl 
nt-J P'tr 13-m~ I ! I htdi\r1)¥/ rJ~ 

m¢7AV h-)}j-J ~ I i ! I ' . \. ~~ 
I htJt-,n r-Jrf" 

- I -./ I 

I 
I I 1,+ hn~r PLM/ 

( 

I f}A~~t {ot-. -tJ f 

I 

- ~flplvf 

I 

Relinquished by : (Sign•tutf! Date/Time ~by' (S;~••nl c/?Sf'-1 Relinquished by: (Signatur•J ""Tm' 
Received by: (Sign•turttJ 

lltdi!U p~ 7 l~(/111t;l,~ ,ve/J~J· V)(J(Y 

Relinquished by: ISignatur•J ""·rm· ~ived by: (Signaturtt1 Relinquished by: (SignlturttJ 

""'(~ 
Received by : (Signature} 

Relinquished by : (Sign•turtt) 
o. .. rm· Received for Laboratory by: 

""·r~ I R•m.ck• . ~ b ;<};&fu~~ftdt¥ 
(Sign•tur•J Am\'{ 1 3/"Z(pfl J 

Distribution: Original Accomp•nits Ship17141nt; Copy to Coordin•ror Field Files 
I 



CRITERION 
LABORATORIES, INC. 

Client Information 

Company: US EPA - Region Ill 

Address: 1650Arch Street 

MC: WC32 

City: Philadelphia 

Project Manager: Alvarez, Vernon 

Site Address: Hunting Point 

Activity: PLM Analysis 

Instructions: 

Office Notes: 

Unique 
5amplelD 

140730-001 

1'107~0-002 

140730·003 

110739· 004 

140730-005 

sample 
De$cr/ption 

PA 

Drop-Off Project Control Record I Chain of Custody 

19103 

Sample 
Location 

Contact: Rich Ponak 

Cell: 

Fax: (215) 814-3113 

Project#: 140730 

Rev. 02_<! 1_20121019 

Phone: (215) 814-2044 Ext.: 

E-Mail: Ponak.Rich@epamall.epa.gov 

Activity Code: 72 Project Open Date: 

3/25/2014 

AellnquishedBy ~~~ ~\-- · Date/Time 

"'""""' ~&\~~- ?k_Z{ji~J_ooW/Thoo 
A"""''"'~~ ~Dato/Tim• 

3/25/2014 2:13:00 PM 

3{25/2014 2:13:00 PM 

3/25/2014 2:13:00 PM 



• Criterion 
l.aborctcries Inc. 

Results of 
Polarized Light Microscopy 

Site Address: Hunting Point 

--· -· _ ;..· ' • ·.;., : ~: - ' 

Pagel of2 

Sample Date: 31712014 
Client: US EPA -Region Ill 

Project#: M!Ml!!. 
Sample Received Date: 311112014 4:04:00 PM 

CoUected By: US EPA- Regirm Ill Analyzed By: Devine, Daniel Allalysis Date: 3/1212014 

f&imple# ' 
~tion' / Mate~itl Description 

~ l Non- Asbestos . ··- ~ · . . Asbestos . ~ 

~yer· ~----:FTht;u:;-&"'Pef;nt I Non-Fibrous ~;r·--~bestos·T;;----l"P€~t Commen~ 

140610-101 
Glaze 

140610-003 

Glaze 

Hallway ootsi-

140610-005 

'Wmdow Glaze 

Parkiog Lot on Trailer 
. .., .. ......._ --~ .... 

I 

....... -.~ ·-·.---·--_, .......... ~·~·~"- ""-...... .,. ............ ~ -- - ~· 

Cdlulose-3 

· - -~~~ 1"' 

Ccllulosi-3 ,. 
. I 

CeDulose-2 

Cellolose-1 
fiberglass-2 

...... - ~~ ....... ~ ... .- 0 - -· r .1' ~- ·-·-"'···- · • .. , 

94 Chrysolile 

94. C::hT)'SOtile 

98 NoneDdected 

97 None Detected 

97 Nooc Detected 

- ....... ·- ·----·-·-~ 

No!>C 'Detected • 

~~~~~~_l~j~~,~~~~!t~~~:~:~i~~{~~~ -~~~!·::J1~
7~~t .~·i __ .·_ ·:~~t-~~- ·- ·' 

-4. ·-~ 

140fil'o.oo7 I 

l.igbt Grayffan Floor 1ile wilh Black Mastic 

Parking Lot Behind Dwnpster 

lkp<Ht Da~e: OJ/1312014 

fiberglass-2 98 NoneDelected 

3370 Progress Dri•~ SaiJ<! J, Berrsa/<!m, PA I'Xl201215-2#-IJ(X)/ Fttt 215-'Z44-4J491www.t·rir~ri(>t!/t1/Jx.c01fl 

Rn-. 05 <IT 20130419 
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-­~-Criterion 
Loborotories InC. 

Client: US EPA -Region III 

Project#: 140610 

Collected By: US EPA- Region Ill 

I Sample #- · . _ ~ 
l:_ocation_/ Mateii,aj ~iption 

140610-008 

ught Grayffan AoorTile with Black Mastic 

Parking Lot Behind Dumpster 

{}-t:b.Br-
lam~s A. Weltz, CIH, President 

• 
• 

Results of 
Polarized Light Microscopy 

Site Address: H11nling Point 

Page 2 of2 

Sample Date: 3/712014 

Sample Received Date: 311112014 4:04:00 PM 

Analyzed By: Devine, Da11iel Analysis Date: 311212014 

Non - ASbestos 1 Asbestos · r:: - ------------------------- ---.,-- . 
~- t--:~bro~; &" P'ercent '' --~ · Non-Y.~us % L~~;-tyve · . ·· L Pemnd C!>mments , _ _j 

Fiberglass-2 98 None Detecled 

Criterion Laboratorie.<. fuc. bears no re.<ponsibiliry for sampl~ c:nll~ction aaivitie.< o[II<>II· Criten'rm pusonrul. Tlli.< ~pori relate.< only It> t/1~ .<am pies repnned abm•e. aud 

whea reproduced. mu.n be ill its eutirety. E.nimtJted acc:llracy, preci.<ion and uucertaiury data available upon reque.<t. Unle.<.< 

reque.!led by rile die11/, bui/di1111 maten'al.< manufactured witlt multipl~ lcryers (i.e. liuoleum, wallhnard. ere.) are reported as a .<ingle sample: Nrme Detecud = <I%. 

Uule.u otlrerwist nr>t~d: Blauk re.,ult.f u~ nor subrrocted frmn arry results: QC data a.<.wJciated wirtr thi.< .wmple .<tl is witlrin accepla/Jie limits: Sample., were receiJ.•ecl irr 

~mrd cnadition . 

Note: If )~>ur project rrumber ertd.f with an "R", it is a revised report and replaces the original document itt foiL T/1e above results repre.<e111 rile arraly.tis of bulk .wmple(s) 

by Criten'nn Lab!lftltorie.<. Inc. accord inK to EPA 40 CFR Purr 763 Appeudix E '"Subpar/ E- Polarized li;;ht Micm.<cnpy. The concentratirm of a.tbesln.< isdetenuilred by 

t'i:wal estinwt;ou . 

THIS IS THE LAST PAGE OF THE REPORT 

~ .. ~J :::,~--Jf/Jr_b __ 
~t~~ ~~h= 
~&f ...._t_'>l~ ... ........,. ....... (4-··r. tim 

.,.ft"!"'r•?-. 
~'~/> A 
~,.C•§AIHA 
~1..~1~~~~ 

~W~&~' 
t~J .. ~ =--.c-.. ~~ .- ... ... . ~-~ ... ...__~ '., ::=...-=..:":z:: '._, ''4rG::\I·''' ~ P~ IJ.C' 

!1.'\:t..U'U.3CDDE IOOC-l 

Criterirm LabMatories. Inc. (ID 100424) is accredited by tire AIHA Laborat<>T)•Ac:creditariou Pro.~: ram.< (/t!HA -LAP). UC in tfre !HU.P: EM LAP and ELLAP accreditation pro11ramsfor Polarized Li.~lll Micmscnpy (Pl.M). 

Pha.<e Contrast Micm.<c:opy (PCM): Air-Direct E.ramination: aud A irbome Du.<t. Paim. Smled Dust by Wipe aud Soil for Fields <!fTe.<tiug as docummtecl U)' thtt Scope of AccrrditaJion Certificate and associaled Scap~. 

Additio11ally. Criren'IJn Laboratoric.<. lnt'. i.< t·ertijied by tbe Crlllu for Di.<~a.<e Comrol (CDC) Envirnmnemul Legio11!lla fwl01ion Ter:lmique.< Evaluarin11 (£/.ITE) Pr!Jgramfor tire d~termiuati<m of Legiondla itt warer by 

cuflur~ ana bold.< accreditatinn Jmm tit<' Natimral Voluntary l..aim rato")' An:rtditatimr Prnsram (NVU.P ID 102046-0) for rlrt d~Jemliuarimr of a.<be.<tt>.! in bulk.<iWtples by Polarized li~:ltr Microscopy (Pl.MJ. Tlti.< rt:st reporr 

mutt not be u.<ed to claim wmlua endorsement b:l' NVLAP. N!ST. A!JiA or alfy llJ!tncy nf tlte US Govunment. U11les.< .<pecifical/y fisted as above. these test res/Ill.< ure unt <'<!l'cred IInder AIHA-LAP. I..LC. 100424 

accreditatiou. 

Report Dttte: 0311312014 
3370 Pm.~".<' Drive. Suire J. Bensalem, PA /902012 15-244-/JOO I Ffl.t 2 I 5-244-4349 I Wl<w.crilt!rianb.rbur•• 

Rov. 05 <1 I ZD/.10419 



ENVIRONMENTAL PROTECTION AGENCY 
REGION 3 

1650 Arch St. 

CHAIN OF CUSTODY RECORD Philadelphia, Pennsylvania 19103 

PROJ. NO. PROJECT NAME 

Hvr~b1~ {J;nf NO. 

SAMPLE AS: (Sign~rur~J . v 

·r~ ~ 
OF 

CON-
REMARKS 

I ! . I CD ' ' TAINEAS 
"-I 

STA. NO . DATE I TIME ~ I ~ STATION LOCATION 
0 CJ 

tJ//JI 01071~ I 1/~.f- rt- .. 

o}.flf tJ3o7/'1 /J/ltf dr~ 
tJJAP 01o1J'f 1,,1/w-1-"7 11v/r,Jt - ~), 

tNPR ! .d.6..1 
lrf1hillf 1Jhil 

{).)ff 
; i · fa_.£t;.,. /. f "'"' it;.,-/v rJ;.. 

~\o7N 

JJbll>f lrn tlh I ,1_, d~ 1'1J /ILk,.. rlu~uJr ~ 
Q]P/_ tHO I~ l a~.t,~ 1u ;--fu~fl., rftt..,likrb,.., d.~ 

lrJB PC !?3o7Itfl I ' 1Liri4, '" r ;;," J rA-J~ 1v; JA-1 r J~ ! 

i I I -~ \ 
I 

I :;< i hi".-- fJt4 I ~i;,;-c;r-
I I jf/ 

I C~!l /r""'·; A,(.( (o .. ~A. 
ArAf 

I 

·~''{JZ~' 3/11!/i~:~ "];;ifi{;j'i£if1 Relinquished by: (Signahlr~J Date /Time Received by: fSignarur~J 

I 
Relinquished by ; (Sign•rur#) O.to ~r.mo 'freceived by: (Sign~tur•J Relinquished by: (Signatur•) 

o ... rm· Received by: (Signillrurr) 

· Relinquished by: (Sign•rurll) 
O.re j r. m• Received for Laboratory by: o ... rm• Remarks ·_ A-'"\t:-tl 't2.eJ ~."'f : ' 

(Sign•rurll) 

Ol\'1.~- oY~r · ~ :r.;~~ s /1.1-/l'i 

Di•tribution: Original Accompanies Shipment; Copy to Coordinator Field Files QS{Z\>-- o<g~f: $cdi fb 

' 
' 

! 



CRITERION 
LABORATORIES, INC. 

Client Information 

Company: US EPA - Region III 

Address: 1650 Arch Street 

MC WC32 

City: Philadelphia 

Project Manager: AlvareZt Vernon 

Site Address: Hunting Point 

Activity: PLN Analysis 

Instructions: 

Office Notes: 

Unique 
Sample/D 

140610-001 

. 14pv19~oo2.:.. 
140610-003 

:149·510:oo1 
140610-005 

~~9.~1.Q·OO~ 
140610-007 

140.G10-00B 

Relinquished By 

Received By 

Analyzed By 

Sample 
Description 

,• . . . ~ . 
-· .. . · · • ! 

PA 

Drop-Off Project Control Record I Chain of Custody 

19103 

Sample 
Location 

, . . 

Project#: 140610 

Rev. 02_<11_20121019 

Contact: Ridl Ponak 

Cell: Phone: (215) 814-2044 Ext.: 

Fax: (215) 814-3113 E-Mail: Ponak.Rich@epamall.epa.gov 

Activity Code: 72 Project Open Date: 

. .... · 

3/11/2014 

Anslyte 

P Lm I f' o. o+ C-r;ytrl· 

I 

••• 

3/11/2014 4:02:00 PM 

3/11/2014 4:02:00 PM 

3/11/2014.4:02:00 PM 



• Criterion 
L.cborctaries Inc.. 

Client US EPA -Region Til 

Project#: 140420 

Collected By: US EPA - RegioJJ Hf 

Results of 
Polarized Light Microscopy 

Site Address: HuutiJ1g Poiut 011 tile Potomac 

Analyzed By: Hayes, lade 

Pag~ J,.!,f2 

Sample Date: 1116/2014 

Sample Received Date: 2/7/2014 2:27:00 PM 

Analysis Date: 2111/2014 

f Sa~ple # ~ -----,- l Non - Astiestos I - A;~os . l 
IP>Cation/Material'l)eserl,ption - ·---- Layer I. Fibrous&Percent _ -~~;;;%·C-A;b;;t~--1Pe"r~_ Commeilts ' 

140420-001 

Crushed Window Glaze 

i'Wl$2o~ -
t:nis-b:d wuid~.<§iaze' 
'8au..;av·~tSi&.- :· 
:. .. ;.....;:-::.. .... -~. ·--.-~:.:.. 

140420·003 

140420.005 

Crushal Window Glaze 

Dumpster-

1404211-4107 

Crushed Window Glaze 

Outside on Poly 

kp<>rl Do~: 0211112014 

Cellulose-3 87 Chrysolite 

None~ected 

Cdlulose-2 98 None Detected 

<;eJlulose-3 97 ~eDeteeted 

Cellulose-2 83 Chrysotile 

Celiulose-2 .88 Chi}'SOtik 

Cellulose-I 99 None Detected 

None De!ectCd 

-'--

3.!70 P11Jgm<s Dm,., Sr~it~ I, &rual~n• PA 190201215-244-13001 Fax 215-244-4."149/www.cnit!rilmlabs.cnm 

R<>•. 05 <1/ 2(}/30419 
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15 



-­u_ 
Criterion 
lobol'ataies Inc. 

Client: VS EPA - RegiotJ /IT 

Project #: H!M1fl 

Collected By: US EPA -Region Ill 

{)-~~ 
James A. Weltl. CIH, President 

Results of 
Polarized Light Microscopy 

Site Address: Hunting Poilu on the Potomac 

Analyzed By: Haves, Jade 

Page 2_;;f2 

Sample Date: 1116/2014 

Sample Received Date: 2/712014 2:27:{}() PM 

Aoalysis Date: ZIII/2014 

Critetimr wborarorie.<. Inc. b~ars rw rt.ffXJILfibi/ir:y far sample wli~L·tinu acriviti~s of rw11-Crireriuu pu.<tmnel. This r'pon relare.< rmly to tl1e .<amp/es reported ob~>vc. and 

when r~prr•ducer!. mtrsr be in irs mriuty. Esrinwr«d occuraq. precision o11d uucrrtaillf)' data available upuu reque.<t. Un/e.'t< 

requested by rlre ciiell/. buildin;: ltWICriols manufactured wit/1 tUIIItiple layer; (i.e. linoleum. wallboard. etc.) ore reponed a•· o sir.g/e .ramp/~. Nouc Detected = <I%. 

Uu/ess or/terwi.<e rwud: Blank result.< are uot .mbtrCJctedfmm arty rc:mlr.<; QC dma TL<.wciatcd wir/1 rltis .wmple .ret i.< wir!titr acceptable limit.<: Sample.< were received ill 

gomJ condition. 

Note: IJ.wmr project,rnunbere11ds wit It an "R". it is o uvised report wtd replaces tire origi11al documcm in fit/!. Tlu abrwe remits repreum rile anCJiysis of bull:: sample(s) 

by Criterimrl.aboratoriu. Inc. according to EPA 40 CFR Pari 763 Appendix E to Subpart E- Polarized Ligltr Micr-oscopy. Tire wnceutrurion of asbe.rtos is detenuined by 

vi:nwl estimarimL · 

TillS IS THE LAST PAGE OF THE REPORT 

• ~·; .. ~ :.:::. • ..,.....,. __ !_~ 
.. :~::1).< ==~--""'-.._.,~ (~~ 

'f.'~;•J,::;)''I'~ 

~-~~AIHA 
'(::~~:~::~)' y:.._,.,.,.,_ 

U~\'l'~t~JID' 
~ 

• ELITE- =--~"'-~~~ 
• ·: . • ""; ~ Clo'w'IP~o--~~ 

--~'- "'-·t.,r::;;:,,\"' ... ~·. ·: ...... ~~·~ 
~'\1..,\PLUCODE l!k,1.CJ 

Criterion wboraltJties. Inc. (ID 100424.) i.r accredited by tlte AIHA laboratory Accreditation Pmgram.t (AIHA-L4P). UC in tlte IHLAP: Ei>1L4P and E.UAP accrediwtion pmgram.< for Polarized Uglll Micr"scnpy (PlM}. 

PI Contra.tl Microscopy ( PCM): Air-Direct Examination; and-Airbomt Dtt.<t. Paint. Settled Drw by Wipe CJIId Soil jor Fields ofTt•.<ti~:g as documented by tlte Scope rifAccreditatirm Certificatt! CJIId a.~·wciated St'ope. 

Additionally. Criterion l.ab<Jrawrie.<. l11c. is cerrified by the Center for Diua.<e Conrro/ (CDC} £m·ir<JIImemol ugiouel/a l.rrtiation Tec/111iqnr.t Evoluatirm IELfr£) Pmgrom fur rite drrrwtittarirm of ughmt!lla in war a by 

culture and lwlds act·rrditatimrfrom the Natitma/ Voluntary l.abomrory At:aeditatimt Pmgrom (NVL4P iD 102046.0)Jnr tilr. determinotirm uf a.tbesros iu/;ulk .<amp/r.< by Polarized Uglt! Micm.<t:"PY (PlM). 17li.< tut report 

um.<t uur be u.red to daim pmduct etrdorsrment by NV LAP. NIST. 1\/H,; or auy agency of rltr US Gm·unmrur. Unle.~r .tpe,·ifically li.ttcd as abow. tltr.re rest rc.wl r.< arc ltut c:m•ered wrdu AIHA-l.A P. UC. 100424 

ar:credirotimr. 

R•prtn Dur.: 02111110/4 
3370 Prr•~-:r~."i.\' Dri\·~. S11ire J, Bcnsa/en" PA 190201215-244- 1300 I Fax 215-244-4349 I .,"H"H.'.r:rilerirmlob.r.cpm 

Rw. O.'i d I 20130419 



~ 
Criterio~ 
Loboro1 or ies Inc. 

Client: US EPA ·Region III 

Project#: I40510 

Collected By: US EPA- CID 

Results of 
Polarized Light Microscopy 

Site Address: Huntiug Point 011 tf1e Potomac 

Analy7.ed Hy: Hayes. Jade 

Po.~' I o( I 

Sample Date: 2112/2014 

Sample Received Date: 2121120141:54:00 PM 

Analysis Date: 2/2I/2014 

---- ----.. --·------·-·------ ------ .. ··--------------- r- -· . ·--- - ----·--l 
~~le i - - . 1- I ________ ___:.~n_- Ashe:; ------.--------As~tos_T _I Co~nts 

L~tion I Material Description ______ _ L La)·er ~ - Fiorous & Percent Non-Fibrous % 1 Asbestos Type Percent..=L_ ____________ _j 

140510-001 

Sample No. FI6743-RDA-01 

1204 S. Washington SL., 

:1405i~2 - ., 

S;imple N~. Fl 6:7~3-RD~-oi. 
12045. Wnshingt~S~~ :~ ··-

(J-C.~ 
James A. Weltr, CIH, Presidmt 

·I 

Cellulose-2 
Fiberglass-I 

Cell~~~ 

97 None Detected 

99 None Detected 

CriTerion Loborarorie.<, luc. bear.< 110 rrspomibiliryfor .\'(lmplt colltctim• octi>·itie.< ofu<>u·Criterimr perwmrel. Tlri.< repon relmes ouly ((J tlr~ samples reponed ub()l·~. uud 

wlrm rcpmd11ced, rnrL<I be in its eruirely. Estimated accuroc}'. precision aud uucen uiul)' data o•·ai/able upou request. Un less 

requested by tire client. buildil11: mvteriuls muuufw:/1/red witltuwltiplt luyer.< {i.e. linolcwu, wolllx1<ml. etc.) ore repuned " ·' u .<ingle .<ample. Noue Ortecred =<I%. 

Un/e.,s otlrerwise noted: BI<Utk re.mll.< uu 1101 .111btracrrd[rom mry re.<!dt.<; QC data rr.«odated with rltis .<ample set is withiu acceptable /imit.r; Sump/e.< were received iu 

~:oodnmdirion .. 

Nf!te: {{your project llrtm!>a end.< ll·itlt "" "R", it is a revised reporT t111d repfw·e.< 1/te ori.~irw/ docuurenT in full. 17re tJb,Jl'e result.< repre.<errl tire wwlysi.< of brllk sar11ple(.<) 

by Criterimt Laboratorie.<, htc occordin~; to EPA 40 CFR Parr 763 Appendix E to Subpun E- Pohrriz.ed Li.~ltl Micm.<cvpy. Tire conceorruriou o{osbeJtca ir deremriue<l by 

\'isuul e.ttinwtion. 

THIS IS THE LAST PAGE OF THE REPORT 

r; .- ,-..,·· 

~.·; ·- .... 

: -; ·;::./ ~:~=·= 
am; !'D:r"--~c-,.,ot:J .. ::o-.wo C;J~ 

,<§;'!~ l'l 

~ ~.f AIHA 
~v:... .......... ..., 

G:rj~V?t · i;:.\ ~-: 1 
U' \..' l.Ju:..i.:-'....:., 

.-- :~· . ~v~c..-·•~.....,..~l 
~~...::;:;;,;- ., ~w: 

~ ... 1.....\Pua coM aoo .. e: 

Criterion Labo"'TtJrie.<. ,,, .. (ID / 00424) i.< oaredit~rl by tire AI HI\ LabnrOiot)' Accrediratirm Prr•KrWIIS (AIHA-LAP). LLC i11 tire JNV.P ; £MLAP omf £LV. P uccmfiwrirm pro;; ram< for f'olariud U ;;:l11 Mir ·mstwpy (PlM). 

Plta.<c Com~u.<l Micmscopy (PCM): Air·DirecT £xumiuurinu: mrd 1\irbome o ... <t. Paitll, SetTled Du.<t by \Yip~ awl Snil{f>r Field.< ofTe.<liu;: a.< docummred by tlr<' S<:ape nf Accudiwtirm Certificate and a.<.wdared S<·t~pe. 

Additimwli)'. Cri1ui1m Laborutarie.<. hrc. i.t unified by tire Ccwu /M Diuu.<e Cnmml (CDC) £nvirmmleltlal u;;:iundla lsa/ariuu Teclmiq!<e.< E>·uluurimr ( EUTE) Pro;;mmfnr the dt>termirwtinu of Leiiiouel/u iu wurer by 

cu/rua mrd /to/d.< occreditolimrfmm tire Na rimwl Vo/wllary utbrmuory Accreditmimr Pm;:rom (NVV.P ID 101046-0) fnr tltt' drrem:iuarimr of a.<besTo.< ill bulk .wmples by Po/uriud Li.~IIT Microscupy (Pu\1). This rur reporT 

IIW.tl 111>1 be used 10 cl~im product mdorsemeut by N\1LAP. NIST, AIHA or "''-" a.~tiiC)' of the US Gm·unmem. Uule.<.< sper·ijiwlly li.<tcd a.< abMe. tl1e.<c te.<l re.wlls are IIlii cm·cred under AIHA -LAP. UC. !00424 

at:crcdirotiou. 

Rt!pcJrt D(llt!: 0212512014 
3370 Pm~;rl!s.~· Drh•e, Sul1e }, Bt!iiil"ftlt'lll, !JA 19020 I] 15-244· I 300 I Fax 215-244-4349 I \lW'w.t:rill!n't~!l!nh.'>.t:om 

Ne•·- 05 < 11 20) 304/9 



ENVIRONMENTAL PROTECTION AGENCY 
REGION 3 

1650 Arch St. 

CHAIN OF CUSTODY RECORD Philadelphia, Pennsylvania 191 03 

PROJ. NO. PROJECT NAME 

14 vSIO \-\vn+~'"'o_ Yov"\\ Dn -'<\Ae ?-,-\-o""O- (..._ll;,\) 

SAMPLERS: fSigniltureJ 

STATION LOCATION 

l) \ ~.~..._y4 ~- '-'\.'l.."'~t ... _ ~~~~- Ar;~- f!l!\ 
-' -

u~ j_)tJ U S. ·~v,_ ... ...,h .. ...., ·· - ~ ,." $1 P-;r, T.ft 

-· 

NO. 

OF 

CON­
TAINERS 

' . 

REMARKS 

'->:A-fV'Q\e IJo. F _]_r.,.+l..l._:, - (:<,f)A-o·J. 

,C,"-~\e ~o . 'f- 1• ... "':}>.; ?, • RD <I.- 0..). 

:S DA--1 {-JCJv\ / 

j 

I JJ / 'IJ:.>JVJ- Cv~~ 

I 

~-
~ 

Relinquished by: fSi11n•n~r•J 

t' " (/ _{_ 
lfod/'.r~ A>"./..;. 

Relinquished by: fSign•rvr•J 

Relinquished by: fSign•cur•l 

I 
L-l 

! 

Date I Time~ Re~tiffl~C(tll~' ~\~\\ \ * 
~, • 'I I!.! I '. i .,_ vv. I ' 

o:-.- r--. . t L • --~ .- , " 

Date /Time I Re&eived by : !Sign.,rurttl 

I 

/ r ./ 

I I 
I I I 

~ignarurw) Date I Time I Received by: fSign•rur,J 

~11/;~}n~ 
Relinquished by: (Signarurtt) Date I Time I Received by: (Signature! 

I 
Date 1 Time R~ceived for Laboratory by: Date /Time Re~arks \\I '2 ,.,.,_l ·by t; 

I I I rs,,n.rur•J, , . r\ (\Q. \ ~ c.,~ c 

"'"'"""~. "''''"'' •""""·~'" "'~~o :~~~ "'" "'"l<,li'l r_ S\,,. ~~ (j j:il fi'J 
..._, 



ENVIRONMENTAL PROTECTION AGENCY 

CHAIN OF CUSTODY RECORD 

PROJ. NO. PROJECT NAME 

ff_~lfh;,., fbtht (Y7 f(~ fq h 1'-"-C NO. 

SAMPLERS: ISign:~tureJ ~ p ~ OF 

CON-

STA. N~- ~ OATE 
I ~- I m I TAINERS 

TIME ~ ' ~ STATION LOCATION 
• u l o 
1 

Otftf r-Ib-!~ U;tr/.. .. 

o1J.f 1-16-f~ h~ ff~V1"'1 _b_ufn L-L 
vJ~P (-/,1; 01 rLI- ~t .. !!v,..., -ncJN 1-lb-N ! f/(fC,~ WI~ d.ttv I 
arM 11-1'-ttf I I i~>?!f.r_iv" I 

oliN ' I 4/Q~-.J A~.ov rlu ... Arkr-1-f!.-jil 

fl7P.P 1-IHv ~u-kr)~ 0.., ~6/~ 

us(JI 1-//,ft/ ovf?ru 4--. !iJ~/1~ 
I 

I 

I 
I 

I 
I 

"'f}:ll_fl:?/ Oog /T;~ ·~"f{JJ.E 
Relinquished by: (Signarure} 

I i ·1
1

; d- 1/4-- I 

Relinquished by: (SigrYru,.J 'Date /Time 

I 
RiceWed by: (Signarurd Relinquished by: (Sign~rureJ 

Relinquished by: (Sign•rur•J 
Do" rm• Received for Laboratory by: Date /Time Remarks 

(Signecur•J 

I 
Oonribution: Otigin•l Accomp•nies Shipment; Copy to Coordinator Field Files 

'-------

REGION 3 
1650 Arch St. 

Philadelphia, Pennsylvania 191 Q3 

. 
' . .... 

REMARKS 

('A.rlv.A w;o, /.-- ?/r-z..,c.. d.ry 
('/.crY_ w1: Jr,.._. bf.t.< d~ · 
~t-.A fA. I J... .f,. "'--' Q ft_ V ~'I 

(}-"fl.) w~ ~ !-."&<..- .["1 

_c,_ :..A "-\.!.- ~ l~-...<. cl'.....; 
(r~J CA.J 1'\ .!. " \/ qk"K. <:itt\ 
(',...,t...A wA.fo.., Cf l .. u.._ cl"\ 

Crt.rM (v,.,J....,. q/&.q t""1_ 
~ 

I 

~ ()lf-1 (I l-Ju.j J1• ·lo.}c•-.. F 
C'c;-lf 1 r-+.r , All~ ~ ... k 

'& 11-r 

Do" jTomo Received by: (SignarunJ 

o .. rm• Received by: (Signt~rureJ 
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CRITERION 
LABORATORIES, INC. 

Client Information 

Company: US EPA - Region III 

Address: 16SO Arch Street 

MCWC32 

City: Philadelphia 

Project Manager: Alvarez, Vernon 

PA 

Drop-Off Project Control Record I Chain of Custody 

19103 

Contact: Rich PonaA· 

Cell: 

Fax: (21S) 814-3113 

Project#: 140420 

Rev. 02_<11_20121019 

Phone: (21S) 814-2044 Ext.: 

E-Mail: Ponak.Rid1@epama1/.epa.gov 

Activity Code: 72 Project Open Date: 

Site Address: Hunting Point on the Potomac 2/7/2014 

Activity: PLM Analysis 

Instructions: 

Office Notes: 

Unique 
SampleiD 

140420-001 

14()<120-_002 

140420·003 

i4o4:(q~o04 
140420-005 

14~20-Q06 · . 

140420-007 

140420·008 

Sample 
Description 

... ~: •••• • -1 ·' 

-. 

Sample 
Location 

Ana/yte 

0'(' ~UL . 10·~ 
·. ~: , .· . . 

' 
" ., . ...... . . . . . 

.... I : # Of : 0; to .lo ~ • :\ ., ... 

L • I • • • • ' "• - • ; . o l • 

••• • • •"• • -. .. : • • ' ' L • • • • 10' .. 

• - • . . • • . • . : :' . - " ,._ ·:. ·~·, : .: ~ ~ ' . . ' -~ • . . ! . 

?o\fl\ ~nf II 
I L\0~70 -~00 \ I 
I ~OY Z-0- aJ5 
J '1 oy 'Lo --coCo 

~t\\3 
([), 5 'Jc 

f. 151. 
s.~z 

A.r"'lW•hodBy _ ~ ~ _ /):~ D•OITim• 

Am'"' By ~- ~Cf.:'\6- ICffi ~ D.r• n;,, 

An"YudBy ~-0--- - W:;:_ei:t/l{tQ D"'/11m• 

2/7/2014 2:26:00 PM 

2/7/2014 2:26:00 PM 

2/7/2014 2:26:00 PM 


